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PAVING, GRADING AND DRAINAGE NOTES GENERAL NOTES
ALL PAVING AND DRANAGE WORK IN THE BROWARD COUNTY (8C) | M. ASPHALTIC CONCRETE SURFACE COURSE SHALL BE IN ACCORDANCE 1. CONTRACTOR SHALL PROTECT ALL PERWANENT REFERENCE 12. ENVRODESIGN ASSOC, INC. SHALL NOT BE RESPONSIBLE FOR THE
RIGHT_OF=WAY SHALL BE CONSTRUCTED IN FULL ACCORDANCE WTH WITH SECTION 334 OF THE FDOT STANDARD SPECFICATIONS FOR NONUVENTS AND TAKE ALL PRECAUTIONS NECESSARY 10 AVOD SAFETY OF THE WORKERS ‘O THE GENERAL PUBLIC CONTRACTOR
THE BC LATEST STANDARDS. ALL PAVING AND DRANAGE WORK I ROAD AND BRIDGE CONSTRUCTION, LATEST ADDITION. THE SURVEY WARKERS DURNG CONSTRUCTIN, CONTRACTOR SHALL BE SHALL BE RESPONSISLE FOR PROVIDNG SAFETY TO THE WORKERS 2|
TLE FLORIDA DEFARTMENT OF TRANSPORTATION (FDOT) THICKNESS OF THE_ SURFACE COURSE SHALL BE A5 SHOWN ON THE RESPONSIELE FOR REPLACEMENT OF PERMANENT REFERENCE N AGGORDANCE WITH OCCUPATIONAL SAFETY & HEALTH 5
BT OR Ay SHALL BE CONSTRUCTED T FOLL ACCORDANCE WTH GETALED DRAMNGS. NONUMENTS DISTURBED  DURING. CONSTRUCTION, AT NO. ADDITIONAL ADMNISTRATIONS (OSHA) REQUIRENENTS AND THE SAFETY OF THE N
THE FDOT LATEST STANDARDS. COST 10, THE. GUNER. GENERAL PUBLIC, S
12. ALL CONCRETE SHALL DEVELOP 2500 p.s. (MINNUM) 28 DAY, H
COMPAGTED SUBGRADE SHALL BE COMPACTED AND MEET THE. COUPRESSIVE STRENGTH OR_ CREATER 'WHERE NOTED ON PLANS. 2. CONTRACTOR SHALL BE RESPONSIBLE FOR THE PROTECTION OF ALL | 13, ALL MATERIALS AND WORKMANSHP UUST BE IN ACCORDANCE WITH £
DENSITY REQUIREMENTS AS DETERMINED BY THE AASHTO T-180 CLASS | CONCRETE SHALL CONFORM WITH THE FDOT EXISTING UNDERGROUND UTILITIES WHETHER OR NOT SHOWN ON THE THE LOCAL UTILITY STANDARDS AND SPECIFICATIONS. I
SPECIFICATIONS. SUBGRADE SHALL EXTEND 12 INCHES BEYOND THE 'SPECIFICATIONS, LATEST EDITION. CLASS | CONCRETE USED AS PLANS. UTILITIES SHOWN ON THE PLANS ARE FOR REFERENCE ONLY 5
PROPOSED EDGE OF PAVEMENT AND/OR 6" BEYOND VALLEY PAVNG SHALL DEVELOP 3000 p.s1. (MNINUM) 28 DATS. 'AND MAY NOT DEPICT ACTUAL LOCATIONS, CONTRACTOR SHALL. 14 THE CONTRAGTOR SHALL GALL SUNSHINE 1-B00-4324770 45 H
GUTTER, TYPE “F" CURB & GUTTER, OR TYPE "D" CURB. SUBGRADE COMPRESSIVE STRENGTH. NOTIFY ALL UTILITY COMPANIES FOR LOCATION AND DEPTH OF THEIR HOURS BEFORE DIGGING FOR FIELD LOCATIONS OF UNDERGROUND 8
SHALL BE 12 INCHES THCK COMPACTED T 88% ACCORDNG T0 UNES PRIOR T0 CONSTRUCTION. UTLTES, I
AASHTO T-180. ALL MUCK, STUMPS, ROOTS OR OTHER DELETERIOUS | 13. PAVEMENT TRAFFIC STRIPES AND MARKINGS SHALL BE IN I3
WATTER ENCOUNTERED, 1N THE PREFARATON OF THE SUBCRADE 'ACCORDANCE WITH CITY OF CORAL SPRINGS CURRENT STANDARDS 3. CONTRACTOR SHALL BE RESFONSIBLE T COORDINATE AND PAY FOR | 15. CORRUGATED ALMINUN PIPE USED BENEATH PAVEMENT SHALL BE >
SHALL BE REMOVED COMPLETELY FROM THE CENTERLINE OF THE 'AND/OR MANUAL ON UNIFORM TRAFFIC CONTOL DEVICES FOR THE DEENERGIZING OF POWER LINES AND/OR HOLDING POVER POLES N CONFORMANCE WITH SEC. 8.24.£.51 (2
ROADWAY TO A WIDTH OF TEN FEET BEYOND THE EDGE OF STREETS AND HIGHWAYS, AND/OR BROWARD COUNTY TRAFFIC DURING CONSTRUCTION AT NO ADDITIONAL COST TO THE OWNER. HA
PAVEMENT. IF ‘SUBGRADE 1S REGUIRED 70 BE STABILIZED, THE DEPARTUENT TYRICAL T-P—10-001, VHERE APPLICABLE ALL CONSTRUCTION ACTIVITY, INCLUDING TRENCHING, 1S T0 BE A 2(8
R AL DTN TIONS SHALL B MADE BY THE 4 CONTRACTOR SHALL BE RESPONSIBLE TO COCRDINATE AND PAY FOR WINNUM OF SIX FEET FROM THE BASE OF ANY TREE THAT IS HH
FLORIDA BEARING TEST, TEST METHOD "C" OF AASHTO T—180 14. SEQUENCE OF CONSTRUCTION — THE SEQUENCE OF CONSTRUCTION THE REPLACEMENT OF TRAFFIC LOOPS F DAMAGED DURING DESIGNATED TO REMAN. 2
SPECIFICATIONS. SHALL BE SUCH THAT ALL UNDERGROUND INSTALLATIONS OF EVERY CONSTRUCTION AT NO ADDITIONAL COAST TO THE OWNER.
KNG AT ARE. BENEATE THE PAVEMENT. SHALL BE I, PLACE AND 17. ALL LINEROCK AND BASE WATERIALS SHALL BE REMOVED FROM THE =
SHELLROCK BASE SHALL BE CONSTRUCTED IN ACCORDANCE WITH WAVE RROPER DENSITY BRIOR To THE CONSTRUCTION AND 5. AL ELEVATIONS REFER T0 NAV.D. 1925, MNNUM FINISHED FLOOR PLANTER AREAS/ISLANDS AND REPLACED WITH APPROPRIATE lS
SECTION 250 OF THE FLORIA DEPARTEMENT OF  TRANSFORATION COMPACTION OF THE_SUBGRADE. ELEVATION FOR'ANY RESIDENT PLANTING SOL PRIOR TOT THE LANDSCAPING OF THE SITE. HH
STANDARD SPECIFICATIONS FOR ROAD AND BRIDGE CONSTRUCTION, ABOVE ELEVATION 23,00
CATEST EDITION. THE THICKNESS OF THE SHELLROCK BASE SWALL® | 15, INLETS AND MANHOLES - AL INLETS AND MANHOLES SHALL BE FREGUENCY STORM). 18, THE RENOVAL OF ANY TREE ON THE SITE IS PROMEITED WTHOUT
B AS SHOWN ON THE DETALL DRAWNGS AND SHALL BE CONSTRUCTED IN ACCORDANCE WITH THE FDOT SPECFICATIONS, THE REQURED PERNITS. 3
COMPAGTED TO A DENSITY OF 98% OF THE MAXIMUN DENSITY AS LATEST EDITION, AND ROADWAY AND TRAFFIC DESIGN STANDARDS, 6. SHOP DRAWNGS SHALL BE SUBMITTED TO THE ENGINEER FOR Ell
DETERMINED BY AASHTO T-180. THE SHELLROCK SHALL HAVE A LATEST EDITION, AND EC STANDARDS LATEST EDITION, WHERE. REVEW PRIOR TO CONSTRUCTION OR INSTALLATION AS REQUIRED &Y ALL MATERIALS AND GONSTRUCTION WITHIN THE FDOT
MINIMUM OF 40% CAREONATES OF CALCUN AND WAGNESIM IN THE APPUICABLE. THE ENGINEER OR BY THE APPROPRIATE GOVERNNG AGENCES. RIGHT_OF _WAY SHALL CONFORM TO THE FDOT DESIGN STANDARDS K
WATERIAL FOR DESIGN, CONSTRUICTION, WANTENANCE AND. UTILITY CPERATIONS =, 4,
16. GRATE ELEVATIONS REFER TO THE FLOWLINE OF THE GRATE. 7. CONTRACTOR SHALL BE RESPONSIBLE TO SECURE AND PAY FOR, AT ON THE STATE HIGHWAY SYSTEM (LATEST ED.). 25 8
UMEROCK BASE_SHALL BE_CONSTRUCTED IN ACGORDANCE WITH NO' ADDITIONAL COST TO THE OWNER, ALL NECESSARY PERMITS, B &
ECIFICATIONS FOR ROAD 17. GRADES SHOWN ARE FINISHED CRADES. FEES AND LICENSES. 20. LANE CLOSURES WITHIN THE FDOT RIGHT-OF-WAY SHALL BE & L
RND BRIDGE CONSTRUCTION, LATEST EDITION. THE THICKNESS O LIMITED T0' THE HOURS OF SAN~ 39, MONDAY=FRIDAY EXCLUONG B <
THE LIMEROCK BASE SHALL BE AS SHOWN ON THE DETAILED 18. MINIMUM ROAD CROWN ELEVATION SHALL BE EL TBD' N.AVD. B. CONTRACTOR SHALL BE RESPONSIBLE FOR GIVING THE REQUIRED (GOVERNMENTAL HOUDAYS. MAINTENANCE OF TRAFFIC SHALL BE EH F1
ORAWNGS AND SHALL BE CONPACTED TO A DENSITY OF GBX OF NOTICES AND CONPLYNG WITH ALL PERWIT(S) CONDITONS. PROVIDED N ACCORDANCE WITH INDEX 813 OF THE FOOT DESION 1 B
THE MAXINUM DENSITY AS DETERMINED BY AASHTO T-180. 19. RENFORCED CONCRETE ~ THE PIPE SHALL CONFORM WTH THE STANDARDS (LATEST ED.) g5 g
9. CONTRACTOR SHALL BE RESPONSIBLE T0 COORDINATE AND PAY FOR
MUK AND PEAT — IF NUCK AND/OR PEAT ARE ENCOUNTERED N TE HOLDING OF OTHER UTIUTY POLES DURNG CONSTRUCTION AT’
THE ROAD OR PARKING AREA, THEY WILL G RENOVED COMPLETELY NO ADDITIONAL COST TO THE OWNER.
TO A WDTH OF TEN FEET BEYOND THE EDGE OF PAVEMENT AND WITH FILTER FABRIC PER FOOT SPECIFIGATIONS.
SHALL BE BACKFILLED WITH GRANULAR MATERIAL IF RARDPAN IS 10, ALL CONCRETE SHALL DEVELOP 2500 p.s.L. (MININUM) 28 DAY
ENCOUNTERED IN THE SWALE AREA, IT WILL REMOVED T A WIDTH | 20. CORRUGATED ALUMINUN PIPE SHALL MEET THE REQUREMENTS OF COUPRESSIVE STRENGTH OR GREATER WHERE NOTED ON PLANS.
GF TWO FEET AT THE SWALE INVERT AND REPLACED WITH AASHTO N196 AND' SECTIONS 125, 430 AND 943 OF THE FDOT CLASS | CONCRETE SHALL CONFORM WTH THE FDOT .
GRANULAR. MATERIAL STANDARD SPECIFICATIONS FOR ROAD AND BRIDCE CONSTRUCTION, SPEGFICATIONS, LATEST EDITION. CLASS | CONCRETE USED AS G
LATEST EDITION. PAUNG SHALL DEVELOP 3000 pisi. (MNINUM) 28 DATS ]
6. WHERE SOD IS DESIRED, LOWER THE GRADE 2 INCHES BELOW THE COMPRESSIVE STRENGTH. =]
FINISHED GRADE. T0 ALLOW FOR THE THICKNESS OF THE SOD 21, MEASUREMENT OF THE LENGTH OF PIPE SHALL BE FROM THE
CENTER OF THE STRUCTURE TO THE CENTER OF THE STRUCTURE. . ALL UTIUTY CONSTRUGTION SHALL BE IN ACCORDANCE WITH THE 2] <
7. CLEARING AND GRUBBING = WITHIN THE LTS OF CONSTRUCTION REGUREMENTS OF THE LOGAL UTILITY. K]
KCL'VEGETATION” AND RODT NATERIAL SHALL BE REMOVED. 22 PIPE BAGKFLL — REQUREMENTS FOR PIPE BACKFILL GROSSING = a4
ROADS OR PARKING AREAS SHALL SE DEFINED IN THE FDOT = B=
GUMBO — WHERE GUMBO OR OTHER PLASTIC CLAYS ARE 'SPECIFICATIONS, LATEST EDITION. PIPELINE BACKFILL SHALL BE e =4
ENCOUNTERED, THEY SHALL BE REWOVED WITHIN THE ROADWAY AND PLACED N SX INCH LTS AND CONPACTED. 10 100% OF THE NOTE: USF 41806210 FRAME & GRTE T0 BE Lo O
PARKING AREAS ONE FOOT BELOW THE SUBGRADE EXTENDING STANDARD PROCTOR (AASHTO) T—99 SPECIFICATIONS. USED WITH BASINS THE FOLLOWING BASINS: CR=g =]
HORIZONTALLY T0 THE OUTSIDE EDGE OF THE SHOULDER. AREA. i) TS - = 2R
23, THE CONTRACTOR SHALL SUBMIT TO THE ENGINEER THREE (3) ey Z i TR FERFORATED e =By
9. PRIME COAT SHALL BE IN ACCORDANCE WITH SECTION 300 OF THE CERTFIED COPES GF A GHEMICAL AND SIEVE ANALYSIS OF THE Zoe Sz e o e 5 -
FDOT STANDARD SPECIICATION FOR ROAD AND BRIDGE SAELL ROCK @Y A STATE OF FLORDA CERTIFED LAB WHEN e Gee Py == <u
CONSTRUCTION, LATEST EDITION. PRIME COAT SHALL BE RC-70 OR CONSTRUGTING A SHELL ROCK BASE FOR ROADWAY. - c-8 Z &
ASPHALT EMULSION PRE (4EP). PRIME GOAT SHALL BE APPLIED Efeld
AT A RATE OF APPLICATION NOT LESS THAN 0.10 GALLONS PER 24. PRIOR TO CERTIFICATION OF THE DRAINAGE SYSTEM, THE == &
SQUARE_YARD FOR LIMEROCK BASES AND NOT LESS THAN 0.15 CONTRACTOR MUST PUMP DOWN AND LAMP THE DRAINAGE SYSTEM 150 FT NAWD. (=3 B
GALLONS PER SQUARE YARD FOR SHELL ROCK OR COQUINA SHELL FOR INSPECTION BY THE ENGINEER AFTER FINISHED ROCK FOR THE NOTE: CONCRETE COLLAR & USF 6212 GRATE A= 0 o~
BASES. ROADWAYS HAS BEEN INSTALLED 10 BE USED WITH BASINS THE FOLLOWING [ SR
d n
10. TACK COAT — BITUMINOUS TACK COAT SHALL CONFORM WITH THE e i PROROSED N B =
REQUIREMENTS OF THE FDOT SPECIFICATIONS,  LATEST EDITION AND oo ouieren SR - =
SHALL BE APPLED AT THE RATE OF 0.0B GALLONS PER SGUARE o8 NON-FERFORATED o=
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NOTES: e P =
[ ez 1. SEDDING DEFTH SHALL B 1" UNDER DRANAGE =
LI STRUCTURES AND 18" UNDER SANITARY STRUCTURES. o =
wores: RS 2
1 ALL GRATES AL BE SUTABLE 2 RooK SHAL BE wRAPPED I FLTER FagmE &
e R S T WEFTS THE REGUROMENTS G DT
R TR Losas) SPEFICATN SECTON g85.
2 W NSTALED I PAvENENT NOTES:
Ust USF. 4ied-s210 2 AL EXPOSED CORNERS AND EDGES T0 BE CHANFERED 3/4",
3 P IS 8 8 S CHEGKED:
4187 SUMP REGUIRED IN ALL DRANAGE STAUCTUFES, PERFORATED PIPE TRENCH JAP.
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